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● LK9243

● LA2114

● LA2330 

● LA3320 

⚫ Catalog grades

● LA3710 
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Temperature (deg. C)

KURARITY™ LA2250 G' KURARITY™ KL-LH8156 G'

KURAIRTY™ LA2250 tanδ KURARITY™ KL-LH8156 tanδ
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*1 Adhesive evaluation : ++ Excellent, + good,  +- Poor, - Not adhesive to substrate

*2 Press condition : 10 sec, 1.0 MPa, upper side only heated *3 Test condition : 60 sec, 1.0 MPa




